Bytownite # 102  Crystal Bay, Minn.

(Wards)

Mol 9% An76Ab24Oro

Si02 48.08

A]_ZO3 32.05

TiO2 0.09

Fe203 0.87

FeO 0.31

MgO 0.31

Cal 15.50

Na? B 2.73

K20 0.05

B,0+ 0.58 | —
Total 100.57

Analyst: Asari: Japan
Reference: Smith, J.V., Knowles, C.R.
Oct. 1965, Newsletter on Microprobe

Analysis



